Keystone

ENERGY TOOLS

MAGNETIC PARTICLE INSPECTION RECORD

DATE: May 1, 2026
CUSTOMER: Ramey Martin Energy Tools
PURCHASE ORDER NUMBER: 130647
KET SALES ORDER NUMBER: 51334
DESCRIPTION: RMET API Bowl 150 Ton Rating
KET S/N: N/A CUSTOMER S/N: 21193

This is to certify that all the assemblies referenced above have been
inspected by qualified KET personnel per ANST-TC-1A. The referenced
equipment has been found to be free of defects by using wet magnetic
particle inspection method per WI-005, KET-WP-01, ASTM E 709, & ASTM E
125,

INSPECTED BY: 1John Felix SNT-TC-1A NDT Level Il
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Certificate Of Outside Load Testing

The following equipment has been proof load tested in accordance with API 8C specifications KeVStone

The material has passed our quality control department with the following results. ENERGY TOOLS

NOTE: An MPI must be performed on material by customer or 3rd party no less than 24hrs after time stated on this load tes

Date: April 28, 2026

Time of Test: 5 Min.

Part Number: A17-850-150

Serial Number: 21193

Description: RMET APl Bowl 150 Ton Rating

P.O. Number: 130647
Product Rating: 150 Ton

Test Load: 225 Ton
Customer: Ramey Martin
Sales Order: 51334

Normal Test Duration = 300 seconds (5 minutes)
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