Pressure (in tons)

Certificate of Outside Load Testing

The following equipment has been proof load tested in accordance with APl 8C specifications KeVStone

The material has passed our quality control department with the following results. ENERGY TOOLS

NOTE: An MPI must be performed on material by customer or 3rd party no less than 24hrs after time stated on this load test

Date: May 4, 2026 P.O. Number: 131435

Time of Test: 5 Min Duration Product Rating: 750 Ton

Part Number: 03-750-XD-F Test Load: 1125 Ton

Serial Number: 27078 Customer: Ramey Martin Energy Tools
Description: RMET 7 5/8" 750 TON XTREME DUTY SLIP Sales Order: 53877

Normal Test Duration = 300 seconds (5 minutes)
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